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Hoop-wrapped composite cylinders with steel liner for the on-board storage of

9% UMAL S Hoop-wrapped composite cylinders type:
BAE S H Filling medium:
ili& ¥ 7T E4R S Manufacturing licence number:

CNG

filli& $.47 Manufacturing company:

A4 P HtE Batch No.:

FRD089

JL-QMS-131

compressed natural gas as a fuel for automotive vehicles
CNG2-G-356-80-20B

TS2210K24-2022

Anhui Clean Energy Co., Lid.

P ARMER B Standard: Q/LD0003-2019
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£ Remark: AHLERBESSMPAEE FHIEE This bach
contain following number: 001 (A% EAEIA%). 002 (PAEMRREIRIY) 050 CRRERABBIALE) 2. MR
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hoop-wrapped composite cylinders don’t
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| EEHAREIE Main technical data

KR ITHEES (MPa)

KIERIE S (MPa)

20 3
Nominal WP Hydrostatic TP 0
BRAKER (L) % [EIREESH (MPa) 5
Nominal Volume Leakage TP -
AR AFRER (mm) 156
Liner OD ’
2 FBH#E Main Material
5 Type R, S Name 5. HE Type ]
M AE#1 £} Liner Material 30CrMo TC4& % D356X4. 9
£F4ER %) Fiber Material Wy AT 4 E6DR17-1200-308H
B FE# ¥ Resin Material 7o CYD-128
3 PEHEHES R4 Liner Material Chemical Composition
JL#% Element £ Si Mn Cr Mo S P S+P Ni Cu I
GHRIEMEY | 026~ | 0.17~ | 0.40~ | 0.80~ | 015~ < < <
=0.004 =0.20
AQL 0.34 0.37 0.70 LD 0.25 0.010 0.014 0.30
LIREB%

o 0.30 | 0.25 | 0.57 1.01 0.20 0.004 | 0.007 | 0.011 | 0.07 | 0.16
Actual Content J
4 7151 B¢ Mechanical Property
4.1 WHEF %} Liner Material

JE A58
) o8 - 2 y
KT ﬁﬁ’ K Yield ttﬁ)’a%&hi?:q_ e %% Bend
Inspection Item Tensile Strength Sermil B Elongation Impact value 180°
ren ea
2 Rm (MPa) . A (%) aky (Jem?)
(MPa)
A& PRHE AQL =890<950 =750 =14 ®h=28 | FH=35 R
STl R =
931.43 841 14.6 93 96 Acceptance
Actual Results

4.2 4R & 448 Fiber/Resin Composite



22437 RL I IR A F)/Anhui Clean Energy Co.. Ltd. JL-QMS-131

U H Inspection Item HiRRME Tensile Strength o/MPa [2a) 894735/ Shear Strength Ts/MPa
& bRiE AQL =900 =13.8
E"y?}ﬂu%% Actual Results 1153.3 ( 1101.1 1294.5 30.0 l 36.9 l 32.2

5 (4 HKE Liner Metallographical Inspection

Xtk i i 2 1 BE Decarburized Layer, mm
Microscopic Structure 4MEE Outside P BE Inside
[ k% .4k Tempered Sorbite 0.24 0.15 J

6 PIHES AR BT Check the dissection of liner bottom
GRRE T A ERER, KEANSH.
7 K EARAE RIS Bursting Test
7.1 BB Liner
445 Serial No.: 002 187 JE /7 Bursting Pressure: 32.41MPA
MR O Shape of crevasse: By, T .
7.2 Fdn Cylinder
%45 Serial No.: 050 4B [E /) Bursting Pressure: 51.42MPA
MR 1 Shape of crevasse: ZYEETY . .. dal

g 8 [F /17EFFR Ambient Temperature Pressure Cycling Test
4 %4 S Hoop-wrapped composite cylinder No.. _ FRDO080 096

FEFAE /7 £ IR Maximum Cycling Pressure: 26.00MPa
WEFRIE /7 F IR Minimum Cycling Pressure: 2.00MPa

s 4 R Testing Results:
HRNERETE 33567 W, MR TG IR RN .

Ambient Temperature inflating cycling to 33567 _times, cylinder has no leakage and no burst.

ests, roducts of this batch are according to the requirements of Q/LD0003-2019and
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